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The authors report on the first demonstration of mode locking in an active waveguide laser
manufactured by femtosecond laser writing. The active waveguide is fabricated in an Er–Yb-doped
phosphate glass, and the mode locker is a fiber-pigtailed saturable absorber device based on
single-wall carbon nanotubes specially designed to efficiently operate at 1.5 �m. Transform-limited
1.6 ps pulses were observed in a ring laser cavity configuration. © 2006 American Institute of
Physics. �DOI: 10.1063/1.2403912�

Recently, a great effort has been devoted to passive
mode locking of waveguide lasers, because of their inherent
simplicity and compactness with respect to fiber lasers.1,2

Er–Yb-doped glass waveguides can, in fact, generate large
gains �2–4 dB/cm� over short lengths, thus allowing com-
pact cavities and high repetition rate operation without the
need of harmonic mode locking with its associated instabili-
ties. Such lasers will provide low-noise and inexpensive light
sources for applications in optical communications, optically
sampled analog-to-digital converters,3 and in spectral line-
by-line pulse shaping for arbitrary optical wave form
synthesis.4

An innovative technology for fabrication of optical
waveguides is the direct writing by femtosecond laser
pulses.5 This is a simple and low cost technique that avoids
any photolithographic process and allows three-dimensional
fabrication. In the last few years, the quality of femtosecond
laser written waveguides has shown a substantial improve-
ment, culminating in the demonstration of a cw waveguide
laser.6 The next challenge consists in short pulse generation
and passive mode locking using saturable absorbers appears
to be the most promising solution.7

Classically, semiconductor saturable absorber mirrors
are employed for passive mode locking of lasers.8 Recently,
a new technology based on carbon nanotubes �CNTs� has
emerged as an alternative for the realization of saturable ab-
sorbers. CNTs show strong saturable absorption with ul-
trafast recovery,9 polarization insensitivity, and high optical
damage threshold;10 in addition, the possibility to tune their
band gap in the near IR spectral range by selecting the ap-
propriate diameter distribution makes them attractive for ap-
plications as photonic switches.11 Finally, they can be easily
and cheaply assembled into polymer composites, allowing
their integration into optical fiber communication systems.
These characteristics make them ideally suited as saturable

absorbers.12 In this letter we report on the first demonstration
of a mode-locked laser based on a femtosecond laser written
waveguide. The laser operates at 1.5 �m and passive mode
locking is obtained by means of a specially designed CNT
saturable absorber, providing 1.6 ps transform-limited pulses
at 16.7 MHz repetition rate.

Direct waveguide writing is accomplished by a diode-
pumped cavity-dumped femtosecond Yb:KYW oscillator,
operating at 1040 nm wavelength,13 with 885 kHz repetition
rate, 250 nJ pulse energy, and 350 fs pulse duration. The
substrate is a commercial phosphate glass �QX from Kigre,
Inc.� doped with 2 wt % of Er2O3 and 4 wt % of Yb2O3. A
very high numerical aperture objective �100� oil immersion,
1.4 numerical aperture� is used to focus the femtosecond
pulses 170 �m inside the glass. A transverse writing configu-
ration, i.e., with the sample translated in a direction perpen-
dicular to the laser beam, is implemented with motorized
stages at a translation speed of 50 �m/s. Both end facets of
the waveguides are polished after laser inscription. The writ-
ing parameters are optimized to obtain the best waveguide
performance in terms of insertion losses.

The 36-mm-long waveguide employed in this work
shows insertion losses of 1.9 dB when coupled to standard
single mode fibers. The losses were measured at 1600 nm
wavelength, outside the erbium absorption band. From near-
field measurements of waveguide and fiber modes, the cou-
pling losses are estimated to be �0.25 dB/facet, and, conse-
quently, propagation losses are evaluated to be of the order
of 0.4 dB/cm. Previous gain measurements performed at
1.5 �m �Ref. 14� showed net gain in the whole C band, with
7.3 dB peak value at 1535 nm for an incident pump power of
460 mW.

Figure 1 shows a schematic of the mode-locked wave-
guide laser in a ring cavity configuration. Two 976 nm laser
diodes, providing 480 mW total incident power, are coupled
to the waveguide in a bipropagating pumping scheme by
means of wavelength division multiplexers �WDMs�. A
broadband fiber coupler is used to couple 5% of the intrac-a�Electronic mail: giuseppe.dellavalle@polimi.it

APPLIED PHYSICS LETTERS 89, 231115 �2006�

0003-6951/2006/89�23�/231115/3/$23.00 © 2006 American Institute of Physics89, 231115-1

http://dx.doi.org/10.1063/1.2403912
http://dx.doi.org/10.1063/1.2403912
http://dx.doi.org/10.1063/1.2403912


avity radiation out of the ring resonator. Unidirectionality of
the ring is imposed by an optical isolator, which also pre-
vents mode-locking instabilities caused by back reflections.
An index matching fluid is applied between the waveguide
and fiber end facets, thus preventing Fabry-Pérot filtering
effects, which could reduce the oscillating bandwidth. The
mode locker is a single-wall CNT-spolymer film saturable
absorber, packaged by sandwiching the film in the fiber-
pigtailed FC/PC connector with index matching fluid at both
fiber ends �see Fig. 1�. The CNTs are produced by laser
ablation.15 High-power ultrasonication �Bioruptor, Di-
agenode� is utilized to disperse purified CNTs in water by
using sodium dodecylbenzene sulphonate surfactant. The re-
sidual CNT bundles are removed by microfiltration. The re-
sulting solution is then mixed with polyvinyl alcohol �PVA�
and dried at room temperature to obtain a freestanding film
with a thickness of �50 �m. The absorbance spectrum of
the film is shown in Fig. 2: it has a broadband centered at
�1.5 �m, with peak absorbance of about 0.36 �correspond-
ing to 1.52 dB absorption, of which 0.6 dB is saturable�.
Such film has high laser damage threshold �more than
600 MW/cm2� and a saturation intensity of about
80 MW/cm2. A recovery time lower than 1 ps is reported for
CNT-polymide composites.9

Figure 3�a� shows the laser output spectrum recorded
with an optical spectrum analyzer �0.1 nm resolution band-
width�. Continuous wave laser action starts at 450 mW inci-
dent pump power. Self-starting single-pulse stable mode
locking is observed just above laser threshold. No self-
Q-switching instabilities are observed and the mode-locking
regime is stable for several hours. The laser output power is
measured to be �0.1 mW. Such a low value is due to the
relatively high insertion losses along the ring cavity. In ad-
dition to the CNT-PVA film absorption, the packaging of the

fiber-pigtailed mode locker is responsible for 2.8 dB extra
losses, bringing the measured nonsaturated insertion loss to
about 4.3 dB. Taking into account WDMs and optical isola-
tor insertion losses �1.7 dB�, and cavity output coupling
�0.22 dB�, the overall ring cavity losses amount to 6.2 dB,
rather close to the net gain obtained in the waveguide.

The laser central wavelength in the mode-locking regime
is 1535 nm, and the full width at half maximum �FWHM� is
1.6 nm, corresponding to ��=204 GHz. The pulse shape
was investigated by a noncollinear autocorrelator, and the
pulse autocorrelation trace is reported in Fig. 3�b�. The ex-
perimental trace is well fitted considering a sech2 pulse as
expected from saturable absorber passive mode-locking
theory.7 The autocorrelation trace FWHM was measured to
be 2.72 ps, corresponding to a pulse duration ��=1.76 ps.
Taking into account the dispersion introduced by the 6 m
standard single mode fiber connecting the laser to the auto-
correlator �16 ps nm−1 km−1�, the pulse duration at the output
of the laser is ��p=1.60 ps, resulting in a time bandwidth
product ��p��=0.329, in fairly good agreement with the
0.315 value for transform-limited sech2 pulses. The pulse
duration is in good agreement with that calculated from soli-
ton mode-locking theory considering that the overall intrac-
avity dispersion amounts to −0.12 ps2.7 The repetition rate of
the current cavity is 16.74 MHz. Note that a much higher
repetition rate can be obtained using a linear cavity configu-
ration where the saturable absorber is directly placed on the
waveguide facet. As an example, according to the saturation
intensity of the nanotube absorber, 1 GHz operation could be
feasible with an intracavity average power of about 100 mW.
Such a power level was already demonstrated in similar
waveguide lasers operated in cw.6

To investigate the stability of the pulse train, we mea-
sured the radio-frequency spectrum of the pulses around the
eighth harmonic of the repetition rate �133.89 MHz� by

FIG. 1. Schematic setup of the ring laser cavity configuration.

FIG. 2. Optical absorbance of the CNT-PVA film.

FIG. 3. �a� Laser output spectrum in continuous wave and mode-locking
regimes. �b� Autocorrelation trace of the mode-locking pulse.
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means of a fast photodiode �250 MHz bandwidth� connected
to an electrical spectrum analyzer. Figure 4 shows the signal
spectrum together with the noise background due to photo-
detector thermal noise. A carrier-to-noise ratio of 65 dB in-
dicates a low relative timing jitter �t /T �with T being the
train period�; following the method reported in Ref. 16 we
estimated �t /T�3�10−4, corresponding to a jitter
�t=19 ps.

In conclusion, we demonstrated passive mode locking of
a waveguide laser manufactured by direct femtosecond laser
writing using a specially designed fiber-pigtailed CNT-PVA
saturable absorber. Our work expands the capability of fem-
tosecond laser writing towards manufacturing of complex
photonic devices. An upgraded version of this technology,
whereby a CNT absorber is incorporated into a monolithic
laser structure, could provide very compact mode-locked la-
ser sources with repetition rates in the 1–3 GHz range.
Moreover, by reducing intracavity losses and optimizing dis-
persion, it should be possible to exploit the whole Er gain
bandwidth and achieve femtosecond operation.
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