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Abstract. The current design, and material implementation of the magnetic field sensing in
the LISA Technology Package (LTP) on board LISA Pathfinder (LPF), is based on a set of 4
high-precision 3-axis fluxgate magnetometers. In order to avoid magnetic disturbances on the
LTP proof masses (TM’s), originated by the sensors themselves, these are placed somewhat far
from the T'M’s, which results in partial field information losses. We are currently investigating
alternative magnetic sensing techniques, based on AMR (Anisotropic Magnetoresistive) devices.
These are much smaller in size than fluxgates, therefore a more numerous array can be thought
of for flight. In addition, there is a chance that they may be attached closer to the T'M’s, thereby
enhancing magnetic field sensing spacial resolution. Several issues need to be addressed, such as
real sensitivity (including electronics noise) and set/reset trigger procedures. A brief overview
about the stability of the magnetic fields and gradients generated in the LTP by means of the
coil will also be given. This paper show the latest results of our research.

1. Introduction

LISA Pathfinder [1] is a technologically sophisticated Mission to demonstrate that two proof
masses can be put into free-fall to a certain level of accuracy. This idea is reflected in the
differential acceleration noise requirements for the LTP

2
S%?LPF(W) <3x10™ ll + <3wr/n2IjITz> 1 ms ™~ 2Hz /2 (1)

in the frequency band between 1 mHz and 30 mHz. LISA has a increased acceleration noise
budget (3 fms~2Hz 1/ %) in the frequency band between 0.1 mHz and 0.1 Hz. This noise is
the result of various disturbances which limit the performance of the instrumentation on-board.
Magnetic disturbances are foreseen to contribute a significant fraction of the total acceleration
budget. The effect of magnetic disturbances takes places as a consequence of the magnetic
properties of the test masses, more precisely their remmant magnetic moment (mg) and their
magnetic susceptibility (x). Therefore, magnetometers have been required to be embarked with
the purpose to produce an as accurate as possible map of magnetic field and gradient in the
region of the TMs and also a pair of coaxial magnetic coils will generate controlled magnetic
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fields, which add linearly to the environmental one and gives rise to a total force per TM given

" Fy = <KM+lB) -v} Bx>v (2)

Ho
These coils are intended to perform in flight measurements of mg and y, which will assess
eventual deviations of the values of these parameters (measured in ground) generated during
launch.

1.1. Magnetic Field Measurements

The magnetometers used in LISA Pathfinder are fluxgate type (Billingsley TFM100G4-VQS)
—see figure 1. These magnetometers are able to perform very low noise measurements in the
bandwidth between 1 mHz and 30 mHz, however, they are bulky and present other disadvantages
such as:

e The spatial resolution of the magnetic field measurement is limited due to the large head
Sensor.

e They need to be placed far from the TM’s due to the quantity of permalloy (nickel-iron)
contained in the fluxgate’s core that can provoke magnetic disturbances in the T'M’s.

In order to overcome the above limitations, we have done some preliminary research to assess
the performance of another type of magnetometer, Anisotropic Magnetoresistive (AMR) sensors
—see figure 1, in the LTP and LISA measurement bandwidth (MBW).

FLUXGATE

Figure 1. Left: Billingsley fluxgate magnetometer. Right: Honeywell A MR magnetometer.

1.2. Magnetic Fields and Magnetic Field Gradients Generation

Stability of the magnetic field and gradients created by the coils must comply with
requirements [1] depending on the TM’s distance. This stability is required in order to determine
accurately the magnetic properties of the TM’s ((mg and(x)). The stability of the created
magnetic field is equivalent to the stability of the driving current, hence the requirement can be
expressed in terms of the current fluctuation of the current source —see table 1.

Table 1. Requirements of the magnetic field produced by the coils in the LTP MBW.

Magnitude S}/ 2
Si? 5 nT/vHz 1.12 pA/VHz

Sééi/ax 12 nT/m/vHz 110 nA/vHz
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2. Magnetic field measurement

2.1. Proposal Front-End Electronics for the AMR

The analog signal conditioning circuit for the magnetic field sensing is shown in figure 2.
A Wheatstone bridge is powered with an ac square signal (fg ~ 5 Hz). This switching reduces
the 1/f noise of the Instrumentation Amplifier (IA) by modulating the low frequency signals of
interest to a higher band. The output signal from the bridge is amplified, low-pass filtered and
sampled [2]

ADC
T

Figure 2. Analog signal processing scheme.

The resistance-magnetic field dependence of the AMR can be modeled as [3]:

_ Hy Hy 2
R(H,) = o+ ARG\ [1- <Fo) (3)

where Hj is the total anisotropic field, H, is the measured field (perpendicular to the easy-
axis), Ry ~ 850 is the nominal resistance of the AMR. The output voltage of the four sensor
Wheatstone bridge can be described by:

ARH, H,\?
Vo =Vp——-44/1— _y> 4
"Ry Hy (Ho @

where Vg = 5 V is the bridge voltage excitation. Therefore the sensitivity (dV,/dH,) of the
bridge is sp = %}/]—% = 160V /uT, in the temperature range of -25 to 100 °C. The gain of the
IA has been set to 200, therefore the global sensitivity is Siotal = B - Gia = 32mV /uT.

Once the signal has been sampled by the analog-to-digital converter (ADC), the digital
demodulating process begins. This process is shown in figure 3 and it consists, basically, on
a decimator and a subsequent difference averaging.

decimator difference averaging

Figure 3. Digital de-modulation process.
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2.2. Noise density in the AMR sensor
The total noise of the measurement chain, sy 2, in terms of magnetic field spectral density can
be written as:

5}1/2(H7W) = [SH’B(H,Q)) + SH,IA(H,W) + SH,ADC(H,(U)]l/z (5)
where (all the terms are in T/Hz/? units):

e Sp, B(H,w) is the bridge noise density
o Su 1a(H,w) is the JA noise density refered to the input
e Sy apc(H,w) is the ADC noise density refered to the input
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Figure 5. Voltage Noise density of the
AMR with different Wheatstone Bridge
excitation schemes. AC Voltage= 5V, AC
Current= 10 mA, DC Voltage=5 V.

Figure 4. Magnetic field noise density for
Fluxgate (blue) and AMR (red) sensors.

Measurements using flux-gate and AMR magnetometers are shown in Figure 4 where it can
be noticed that the magnetic field noise for both sensors is similar at the frequencies of interest
for LISA (0.1 mHz). Between 1 mHz and 30 mHz both are below the LTP requirements.
Above 20 mHz the differences are due to the measurement resolution, both have a 16 bits ADC,
however, in the digital processing of the AMR the samples are averaged (N = 3072) and, thus,
an equivalent resolution of 22 bits (16 + %logQ N) is obtained.

2.3. Magnetic characterisation of the AMR

AMR sensors are made of a nickel-iron thin film deposited on a silicon wafer and is patterned as
a resistive strip. These materials can show ferromagnetic behaviours (except Silicon that shows
diamagnetism) and could be potentially dangerous if they are to be attached near the test mass.
Moreover the AMR film properties are well behaved only when the film’s magnetic domains are
aligned in the same direction (material saturated).

Most low field magnetic sensors will be affected by a large magnetic disturbing field (>300 pu'T)
that may lead to output signal degradation. This disturbing field actually breaks down the
magnetisation alignment in the Permalloy film. In order to reduce this effect, a large current
Set/Reset pulse can be applied during ~ 2us to eliminate the effect of past magnetic history.
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The state of these magnetic domains can retain for years as long as there is no magnetic dis-
turbing field present (~ 6 - Hgartn )-

Due to the strong magnetic requirement [1] of the mission —see table 2, the magnetic moment
of the AMR HMC1001 was measured in a SQUID (Quantum Design MPMS XL Squid). We are
interested in the saturation magnetic moment because it will be the normal operation state of
the AMR.

Table 2. Magnetic requirements in the LTP

Magnitude dc Req. PSD Req.

B, 10 puT 650 nT/v/Hz
0B, /0x 5uT/m 250 nT/m/vHz

The measured hysteresis curve (see Figure 6) shows a saturation magnetic moment of
Mgat =~ 0.44 pAm?, more than an order of magnitude below the remanent magnetic moment
of the NTC (m, ~ 26 uAm?) placed in the electrode housing of the LTP and at a distance of
~ 13 mm of the TM [4].

In order to estimate the magnetic field and magnetic field gradient caused by the AMR
we shall make the assumptions that the sensors behave like magnetic dipoles. Figure 7 shows
magnetic field and magnetic field gradient created by a AMR are within the requirements.

x 107 Hysteresis curve for AMR HMC 1001 q10°
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Figure 6. Hysteresis curve at 300 K for Figure 7. Magnetic field (blue) and
the AMR. magnetic field gradient (green) created by
a AMR.

3. Controlled magnetic excitations: Coil current stability

Different current source topologies [5] have been tested at LISA Bandwidth, obtaining the best
result with the floating load current source, although the differential current source topology
could be a good option, within the requirements —see table 3.
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Table 3. Noise density results for different current sources typologies.

1 mHz 0.1 mHz
172 172 172 172 172 172

Typology SI SB (*) S{)B/B:v *) SI SB () S{)B/B:v(*)

s BRI R 2R

VHz VHz mv/Hz VHz VHz mv/Hz
Floating load 6 26.8 0.65 34 152 3.71
Differential 17 76 1.86 80 357.8 8.74
Howland 50 223.6 5.46 210 939.2 22.94

(*) To estimate 5'113/2 and S}/?_ have been assumed a coil’s mean radius of 56.5 mm and a distance TM

oB/0x
center-Coil center of 85.5 mm (Actual LTP configuration)

Figure 8 shows the theoretical [6] and measured current stability in the Floating load topology,
dominated by the 1/f noise. The magnetic field gradient noise density obtained with this current
pump at LISA Bandwidth (0.1 mHz) is shown in figure 9, where x is the distance of the TM

from the coil and p is the distance from the axis of the coil.
iﬁ
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Figure 9. S ég /o Magnetic field gradient
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Figure 8. Current noise density of the

Floating load current pump. noise. Label points out the T'M centre.

4. Conclusions

AMR magnetometers sensors are smaller and present lower power consumption than fluxgate
magnetometers, hence, higher spatial resolution with less power consumption is attainable. In
addition, we have shown that the measurement noise levels requirement are also fulfilled when
using AMR sensors in the LTP bandwidth and near to the requirement in the frequency of
interest of LISA. Moreover, the very low magnetisation of the AMR sensors allows to place the
sensors very close to the T'M’s and, in consequence, an accurate measurement of the magnetic
field in the T'M’s can be made. For these reasons AMR magnetometers appear as a solution
to the magnetic field measurement in the LISA mission. We also have shown that the floating
load current source topology fulfils clearly the coil current stability requirements in the LISA
bandwidth.
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